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In application of graphene to real electronics, understanding the mechanism of the electrical breakdown
of the graphene in harsh environments should precede many activities in tamed conditions. In this
article, we report the unusual structural evolution of microbridge graphene in air near the electrical
current-breakdown limit. In-situ micro-Raman study revealed that Joule heating near the electrical
breakdown gave rise to a substantial structural evolution: a previously unknown broad amorphous-like
and partially reversible phase at an on- and off-current of ~3.0  108 A/cm2, which ﬁnally drove the
phase to the electrical current-breakdown. Our calculations suggest that the phase originates from the
broken symmetry caused by defect formations during Joule heating. In particular, these formations are
bonds of carbon-oxygen and vacancies-oxygen. A collection of energetically favorable vacancies-oxygen
pairs results in porous graphene, and its evolution can be the key to understanding how the breakdown
starts and propagates in graphene under high current density in air.
© 2015 Elsevier Ltd. All rights reserved.

1. Introduction
Graphene, a single layer of graphite, has many electrical features
that are not readily found in other materials, which makes it
promising for future electronic devices [1‒4]. Though research on
graphene-based nanoelectronic applications has been extensive
[5‒9], the behavior of graphene in harsh environments is still ill
understood. In particular, no signiﬁcant progress has been made
under harsh conditions such as under electrical current as high as
that at which graphene starts to break down and under ambient
conditions. Applications tested so far have not allowed observations at such extremes not only because of their poor design but
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also because of contamination introduced during fabrication. The
breakdown of the graphene/metal contact due to the high contact
resistance and stress concentration, for instance, has limited the
study of the electrical behavior of graphene to currents far lower
than those at which graphene itself reacts to the applied current
[10‒12]. In addition, most experiments on electrical measurements
and surface control has been carried out at low temperature in
vacuum, an ideal condition, rather than at room temperature in air.
The gas species in air have kept researchers from examining graphene's electrical behavior at its breakdown limit.
Here, we report our observation of the unusual structural evolution of graphene in air as we increase current density to
~3.0  108 A/cm2, which is near graphene's electrical breakdown
limit. To the best of our knowledge, such high current density has
never been applied at room temperature under ambient conditions.
Our study was made possible by our unique design of microbridge
graphene, and our observation of the structural evolution in
conjunction with calculation results provides a vital clue to
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Fig. 1. (a) An illustration of the microbridge of single-layer graphene and in-situ micro-Raman measurements under an ambient condition. Change in resistivity as a function of back
gate voltage (Vbg) in Hall patterns having (b) the bottom-electrode and (c) the top-electrode contact type. (A color version of this ﬁgure can be viewed online).

understanding the breakdown mechanism of graphene and
carbon-based devices at room temperature under ambient
conditions.

3. Results and discussion

2. Experimental

We were able to fabricate the microbridge graphene out of the
large-scale chemical vapor deposited (CVD) graphene [13,14] by
simple, one-step electron-beam lithography without additional
deposition of a metal electrode as illustrated in Fig. 1a and Fig. S1
(Supplementary Information). This fabrication design allowed us
to signiﬁcantly reduce structural defects of graphene that are
introduced by additional fabrication processes and to avoid
thermal-stress concentration resulting from a rapid thermal cycle.
In this study, we utilize our ﬁnding that graphene on Cr/Pt (a
bottom-electrode contact type, CB) has a contact resistance significantly smaller than that of graphene under Cr/Pt (a top-electrode
contact type, CT), as shown in Fig. 1b and c. In the case of CB, the
resistivity measured with a 2-probe method was close to that
measured with a 4-probe method (Fig. 1b), i.e., contact resistance
was signiﬁcantly low in device with CB. We supposed that low
contact resistance in our device was resulted from large difference
of workfunction between graphene and Pt electrode, which makes
CB suitable for studying electrical breakdown phenomena because
its conﬁguration can reduce the concentration of both Joule heating
and thermal stress at the contact under the high current. As a result,
our microbridge graphene was able to endure a current density of
up to 3.0  108 A/cm2 in air before the electrical breakdown
occurred.

2.1. Sample preparation
Single-layer graphene (SLG) sheets were prepared by chemical
vapor deposition (CVD) on Cu foils, and each sheet was transferred
onto a heavily p-doped Si substrate with 300 nm-thick SiO2 on top
[13,14]. Microbridge graphene (10 mm  70 mm) and Hall devices
were patterned by electron-beam lithography and O2 plasma
etching.

2.2. Raman spectroscopy and AFM analysis
In-situ micro-Raman measurements were performed on the
microbridge graphene in air with electrical current in repeating on
and off cycles [15]. Each acquisition time of the Raman measurements was 2 min with an off-current interval of about 2 min between each acquisition. Ex-situ micro-Raman scattering spectra
were also acquired with the 514.5 nm line of an Ar ion laser as an
excitation source (90 magniﬁcation, 0.71 NA) [16]. The spatial
resolution of micro-Raman spectroscopy was about 500 nm in
diameter. Surface topology was acquired by noncontact mode
atomic force microscopy (AFM) with a 45 angle between tip and
sample surface using a silicon cantilever controlled by a 100 kHz
tuning fork [16].

2.3. Computational simulation
We performed semi-classical molecular dynamics (MD) simulations using the Large-scale Atomic/Molecular Massively Parallel
Simulator (LAMMPS) [17], to investigate the structural evolution
during oxidation of graphene at 600 K. The simulation temperature
was chosen to mimic the Joule heating caused by the application of
current densities [5,6,15,18,19]. A reactive force ﬁeld between oxygen and carbon was applied to determine the chemical reaction
between them [20].

3.1. Fabrication of the microbridge graphene and graphene/
electrode contact

3.2. In-situ micro-Raman spectroscopy
We carried out in-situ micro-Raman spectroscopy on microbridge graphene in air as we applied electrical current in repeating
on and off cycles until the graphene reached electrical breakdown.
Raman spectra shown in Fig. 2a indicate the dramatic structural
deformation of microbridge graphene induced by high current
density. Note that the on-current Raman spectra of microbridge
graphene experiencing high current density (ranging from 1.3 to
2.6  108 A/cm2) were signiﬁcantly different from the spectra at offcurrent. The peaks near the original D and G peaks of pristine
graphene became broad and their intensities rapidly grew when
the current density exceeded 2.0  108 A/cm2. Graphene oxide also
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the thermodynamically reversible deformation, including the
possible oxygen migration [25]. The irreversible parts became
larger as the intermittently applied on- and off-current remained at
the high current density of 2.6  108 A/cm2. In addition to the Da
and Ga peaks, the original narrow G peak was still observed at the
Ga peak, implying that the microbridge graphene has two phases
simultaneously, namely, the pristine graphene and the amorphouslike phase. The fraction of the amorphous-like phase, deﬁned by the
integrated intensity of the broad peaks divided by total integrated
Raman intensity, rapidly increased when the applied current density exceeded 2.6  108 A/cm2, as plotted in Fig. 2c. At this high
current density, the symmetry of graphene can be broken because
of the absorption of gas species in air and the resulting energy
dissipations through phonon modes, which likely results in the
broad Da and Ga Raman peaks. Our previous study suggests that the
broad peaks originate from the adsorbed oxygen on graphene and
the resulting defects due to electro-thermal (or Joule) heating
induced by high current density [15]. Oxygen is the second-most
abundant molecule in air, and it is more reactive with carbon
than nitrogen at temperatures below 700 K. Since the defect or
distortion of graphene brought on by oxygen adatoms is localized,
we were able to observe both pristine graphene and amorphouslike phases at the same time (more of this later). After electrical
breakdown, the peaks of pristine graphene became prominent and
the Da and Ga peaks were signiﬁcantly decreased.
3.3. Surface morphology of microbridge graphene by micro-Raman
spectroscopy

Fig. 2. (a) In-situ micro-Raman spectra measured under various current densities from
1.3  108 A/cm2 to 2.6  108 A/cm2. The blue curve is the Raman spectrum at the initial
state (zero current), the red curve is the spectrum under the electrical current as
indicated, and the black curves show the best ﬁt of the Raman spectra. (b) Raman
spectra under the high current density (2.6  108 A/cm2), and the reversible change
according to the electrical current being turned on and off. (c) The fraction of graphene
and amorphous phase (labeled as a-phase in the ﬁgure), deﬁned by the integrated
intensity of the broad peaks divided by total integrated Raman intensity, under various
current densities. Note that the amorphous phase fraction is partially reversible when
the current is repeatedly turned on and off at 2.6  108 A/cm2. After breakdown at
2.8  108 A/cm2, the amorphous phase fraction was ~40%. (A color version of this ﬁgure
can be viewed online)

shows such broad peaks, but the peak positions are at much higher
wave numbers [21], which proves that the broad peaks observed in
Fig. 2a are not caused by the formation of graphene oxide. They
rather resemble the broad peaks found in amorphous carbon or
fully disordered single layer graphene (SLG) [22e24]. For the purpose of discussion, we labeled the amorphous-like broad peaks
near the D and G peaks of SLG Da and Ga, respectively.
To our great surprise, we found those broad Da and Ga peaks to
be partially reversible, as shown in Fig. 2b. The intensity of the
peaks became strong and dominant when a current density of
2.6  108 A/cm2 was applied; when the current was off, the peaks
were signiﬁcantly diminished and some of them returned to the
levels they had had just before the current was applied. This indicates that the changes in the Da and Ga peaks were mostly due to

Next, we focus our study on the surface morphology of microbridge graphene by micro-Raman spectroscopy before and after
electrical breakdown. We used two samples of microbridge graphene. To the ﬁrst sample (microbridge A in Fig. 3a), we applied a
current density of 2.5  108 A/cm2. The graphene did not break
down, and a weak amorphous-like feature appeared. At the area
near the graphene/metal contact the amorphous-like feature was
somewhat more pronounced than it was at the area near the center
of the microbridge. When we increased the current beyond
3.0  108 A/cm2, the breakdown limit, in the second microbridge
graphene (microbridge B in Fig. 3b), strong defect features were
dominant and the D and D0 peaks were clearly conﬁrmed. The D
peak intensity in the vicinity of the contact was higher than the
intensity at the center. Interestingly, the amorphous-like feature
was substantially diminished in microbridge graphene B. The
contrast in the ID/IG ratio mapping image of microbridge graphene
acquired by micro-Raman spectroscopy was strong enough to
reveal the difference in the ratio of ID/ID0 (not shown), the ﬁngerprint of defect types in graphene, along the microbridge channel.
The ratio of ID/ID0 was less than 7 in microbridge graphene B, which
means that the defects are most likely vacancies [26]. It is therefore
not unreasonable to deduce that vacancies or sizable voids were
introduced in microbridge graphene B after the electrical breakdown. In fact, as we demonstrated by molecular dynamic simulation (discussed below), the area or site at which oxygen was
absorbed can act as a nucleation site for the formation of vacancies
and voids. We expect the amorphous-like phase to become
signiﬁcantly lessened due to the formation of vacancies or voids,
which leads to wrinkles being ﬂattened by stress relaxation. We
believe that this is how the breakdown starts and propagates in
microbridge graphene in air under the extreme current we applied.
3.4. Computational simulation for the electrical breakdown
We carried out molecular dynamics (MD) simulations to
establish evidence of the mechanism for the electrical breakdown.
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Fig. 3. (a) Raman spectra and micro-Raman ID/IG ratio mapping of the microbridge graphene heated at a current density of 2.5  108 A/cm2 (microbridge graphene A), and those of
the (b) microbridge graphene after electrical breakdown beyond 3.0  108 A/cm2 (microbridge graphene B). (A color version of this ﬁgure can be viewed online)

Fig. 4a shows a typical snapshot of the simulation of oxidation of
graphene for 6 ps at 600 K. The oxidation induced considerable
distortions as well as defects, resulting in breaking the hexagonal
network structure of graphene (see Video S1. (Supplementary Information)). The defects were vacancy-oxygen (VeO) and carbonoxygen (CeO and C]O). As shown in the side view in Fig. 4a, the
graphene has a strong tendency of being convex toward the surface
oxygen, with the exception of the case of VeO. Based on the

simulation, we investigated the energetics of three typical conﬁgurations, CeO, VeO, and C]O, by density functional theory (DFT)
calculation as implemented in the Vienna Ab-initio Simulation
Package (VASP) code (shown in Fig. 4b). Relatively high, positive
values of the formation energy were obtained for various CeO
cases. The C]O conﬁguration, where the oxygen atoms were
adsorbed at both sides of the graphene with a broken CeC bond,
has a smaller but still positive value of the formation energy, which

Fig. 4. (a) The snapshot of molecular dynamics (MD) simulation. Red spheres are oxygen atoms, and various oxidation conﬁgurations appear in the snapshot. (b) Top and side views
of various oxygen bonding conﬁgurations and corresponding formation energies obtained by the DFT calculation; the energies are deﬁned by the difference in energy between the
conﬁguration and the sum of the energies of unreacted graphene and oxygen molecules. (A color version of this ﬁgure can be viewed online)
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Fig. 5. (a) Graphene sheet heated in air. (b) Graphene sheet heated in Ar. The blue triangles mark the Raman spectra near the void; the red triangles mark the Raman spectra far
away from the void (A color version of this ﬁgure can be viewed online)

is 0.41 eV. However, if the conﬁgurational entropy is considered, we
found that this C]O bond can be thermodynamically stable. In fact,
X-ray photoelectron microscopy (XPS) conﬁrmed the existence of
both C]O and CeO bonds, and the dominant population of the
CeO bond in the microbridge graphene experiencing Joule heating
[15]. Our calculations showed that the VeO conﬁguration is energetically the most stable one among various CeO bonding conﬁgurations, with formation energy of 7.77 eV, and the VeO bond is
so stable that the defects cannot be spontaneously eliminated.
Hence, the irreversible part of broad Raman peaks we observed can
be understood in terms of the leftover of the VeO bond in graphene, and surface characteristics in the microbridge graphene
near the electrical breakdown limit in air can be attributed mainly
to VeO conﬁgurations. In particular, this VeO conﬁguration is
considered to play a crucial role in the breakdown process.
Supplementary video related to this article can be found at
http://dx.doi.org/10.1016/j.carbon.2015.11.075.
3.5. AFM analysis on graphene sheet heated in air and Ar
To provide evidence for our explanation of the electrical
breakdown, we separately prepared two CVD graphene sheets and
thermally heated them up to 773 K in air and in Ar, respectively, and
again observed their surface characteristics by atomic force microscopy (AFM) and micro-Raman spectroscopy. Since non-uniform
Joule heating at the contact is still difﬁcult to avoid in microbridge
graphene (see Fig. 3), we used large-area CVD graphene sheets in
this experiment. Here, we focus on the experimental results obtained at 773 K because they provide a marked contrast between
the two graphene sheets, which exempliﬁes the breakdown
mechanism. We found that graphene heated in air showed sizeable
voids and that some of it was rolled up near the edges of the voids,
forming double-layered graphene, as shown in Fig. 5a. Indeed,
micro-Raman spectra conﬁrmed that the spots near the voids (see
Raman spectrum marked with the blue triangular symbol in Fig. 5a)
show an amorphous-like and a double-layered spectrum (see
Fig. S2 (Supplementary Information)), which is consistent with our
observations in microbridge graphene. In contrast, the Raman
spectrum away from the voids (marked with the red triangular
symbol in Fig. 5a) showed that the spectrum of the as-prepared
pristine graphene had neither the amorphous-like structure nor

the structural curvature. On the other hand, graphene heated in an
Ar atmosphere did not show detectable voids by AFM (Fig. 5b).
Instead, we found many spots on its surface, which as AFM and
Raman spectroscopy conﬁrmed, were composed of two or three
layers of graphene. The number of a spot of graphene increased
after heating in Ar, as shown in Fig. S3 (Supplementary Information). We think that these spots are formed when the carbon-based
polymer residue on the graphene surface (left over after the CVD
process) thermally decomposed during heating. In the case of
graphene heated in air, these spots were absent because the residual polymer on graphene is easily removed by oxygendthe socalled ashing process. (This, too, is evidence that oxygen is active
with graphene during heating.) Surface characterization by AFM
also revealed that the surface away from the voids was ﬂatter for
graphene heated in air than it was for graphene heated in Ar. The
ﬂattening occurs because when the CeO bonds pop up in air to
form voids or vacancies, the accumulated thermal stress is released
and, as a result, wrinkles or structural curvatures are lessened. This
explains the substantial diminishing of the amorphous-like feature
in microbridge graphene B in Fig. 3b. Graphene externally heated in
Ar does not have this mechanism of void creation releasing thermal
stress and hence suffers from symmetry breaking due to crumpling
of the surface. Graphene microbridges heated by electrical current
in Ar also showed Da and Ga peaks in Raman, see Fig. S4 (Supplementary Information), which is consistent with the fact that the
Raman spectrum distant from the spots still contains the broad
features near D and G peaks and that the height proﬁle measured
by AFM shows high surface curvatures, i.e., a rough surface (Fig. 5b).
We concluded based on such evidence that the reversible part in
the broad Raman peaks was originated from physical changes due
to the thermal stress, and the irreversible part was from chemical
changes in the amorphous-like carbon phase.
4. Conclusions
In conclusion, our microbridge graphene reached electrical
breakdown in air, which results in an open circuit, immediately
after we applied a current density of ~3.0  108 A/cm2. Our
experimental and simulation results lead us to conclude that oxygen reacting with pristine graphene is responsible for the electrical
breakdown of graphene and that the most likely structure
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satisfying this electrical breakdown is porous graphene with VeO
bonds. When the porous structures become dominant and connected to one another to form voids, they can initiate the path for,
or trigger, the breakdown of the graphene. We believe that this is
how the breakdown starts and propagates in graphene under high
current density in air. Our ﬁnding should beneﬁt the application of
graphene in real electronics.
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